











INJECTION MOULDING PROCESS

Once mould construction has been completed in the tool
making workshop, production begins immediately in our injection

moulding department.

During initial injection moulding trials, we pay extraordinary
attention to ensure the process parameters are optimal, so

components of the best quality are produced.

With 11 injection moulding machines (10 to 160 tons of clamp
force) at our facility, we can manufacture a wide spectrum of

parts.

The greatest attainable shot weight is approximately 300g
(dependent on material density); the ultimate projectable

surface area (contingent on cavity pressure) is about 600 cm?.

By means of the intrusion method, larger injection moulding
parts can also be produced. However, when using this method,

limitations in surface quality must be taken into consideration.
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